
MSFC Analysis of Thermal Control Materials on MISSE

Post-Flight MISSE AZ Inorganic White Low Alpha Thermal Control Coating: AZW / LA-II
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AZ low alpha inorganic white AZW / LA-II: Control Alpha= 0.100 Emittance= 0.911

AZ low alpha inorganic white AZW / LA-II: 1-E3-16 Alpha= 0.114 Emittance= 0.911

AZ low alpha inorganic white AZW / LA-II: 1-E3-17 Alpha= 0.119 Emittance= 0.91


