
MSFC Analysis of Thermal Control Materials on MISSE

Post-Flight MISSE TMS800IY Yellow Marker Coating
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Inorganic TMS-800-IY Control Alpha= 0.328 Emittance= 0.885

Inorganic TMS-800-IY 2-E7-46 Alpha= 0.335 Emittance= 0.885

Inorganic TMS-800-IY 2-E8-1 Alpha= 0.324 Emittance= 0.88
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